
BARRA S S O C I A T E S ,  I N C .

BARR MIDWAVE AND LONG WAVE INFRARED (MLW-IR) PRODUCTS
Wavelengths from 2 microns to <50 microns

Customers
• Academia
• Assembly Houses
• Commercial OEM
• Commercial Specialty
• Component and Subassembly Manufacturers
• Department of Defense Contractors and

Subcontractors
• Distributors
• Government

Applications
• Commercial and Industrial – Chemical and

Pharmaceutical Analysis, Machine Vision, Process
Control, Safety, Security, Biotechnology

• Consumer – Automotive, Safety, Security,
Communications, Health

• Defense – Weapons, Surveillance, Space
• Environmental – Gas Analysis, Remote Sensing,

Water Analysis
• Medical and Clinical – Viewing, Analyzing,

Monitoring
• Scientific – Astronomy, Aeronomy, Plasma

Diagnostics

Optics Coated
• Customer supplied optics
• Diamond point turned (DPT) optics
• Flats (plano – plano) up to 10 inch diameter
• Lenses up to 10 inch diameter
• Patterned optics using mechanical or

photolithographic masking
• Specialty optics
• Standard semiconductor wafers, dicing and

grinding to order

Coating Types
• Antireflective Coatings – Broad band, Dual band,

Single band, V-coat
• Band Pass Filters – Dual band, Multi-band, Narrow

band, Wide band
• Edge Filters – Long pass, Short pass, Suppressed

short pass, Non-polarizing
• Miscellaneous – Beamsplitter, Gain flattener, Dark

mirror, Neutral density, Notch, Rugate
• Reflectors – Dielectric, Enhanced metal, Protected

metal
• Solderable coatings for hermetic sealing and

mounting
• Special requirements on request

Substrate Material
• Aluminum
• AMTIR
• Barium Fluoride
• Borosilicate Glass
• Cadmium Telluride
• Calcium Fluoride
• Cleartran
• Color Glass
• Copper
• Gallium Arsenide
• Germanium
• Magnesium Fluoride
• Nickel plated metal
• Pyrex
• Quartz (fused and crystal)
• Sapphire
• Silicon
• Soda Lime Glass
• Stainless Steel
• Zerodur
• Zinc Selenide
• Zinc Sulfide
• Others materials coated on request
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USA: 
Barr Associates, Inc. 
2 Lyberty Way
Westford, MA 01886 
phone: 978-692-7513
fax: 978-692-7443
e-mail: barr@barrassociates.com
Website: www.barrassociates.com

UK Subsidiary : 
Barr UK 3&4 Home Farm Business Units
Yattendon, Newbury 
RG18 0XT,  United Kingdom
Phone: + 44 (0) 1635-201-317
Fax: +44 (0) 1635-202-030
Email: awhatley@barr-associates-uk.com
Website: www.barr-associates-uk.com

Japan: 
Fujitok Corp.
1-9-16, Kami-Jujo
Kita-Ku, Tokyo 114-0034 Japan
Phone: 81-3-3909-1791
Fax: 81-3-3908-6450
Website: www.fujitok.co.jp

Relationships Through Technical Excellence and Integrity

Coating Attributes Available
• Environmental durability
• Extended blocking range
• Flat Transmission
• High blocking density
• High wavelength precision
• High reflectance
• Large area capacity
• Low angle shift
• Low polarization splitting
• Low reflectance
• Low scatter
• Low surface defect
• Low thermal drift
• Precision stress control
• Severe abrasion resistance
• Square band shape
• Steep slopes
• Wavelength range: 1-40 um
• Wide range of coating materials

Coating Chambers
• 7 mid-wavelength (MWIR) deposition systems

operating.
• 10 long wavelength (LWIR) deposition systems

operating.
• 3 systems available for depositing metallic films

such as reflectors and solderable coatings

Test Capability
.3 to 55um, reflection or transmission, normal or at
angle, 373K to 10K, digital data
Humidity chamber – 24 hour, 10 day cycled,
extended, digital record 
Temperature chamber: 475K to 10K, cycled, digital
record
Salt fog/spray chamber – cycled
Other – Stress measurement and modeling,
Interferometric testing, FilmStar theoretical design
modeling software, FTIR spectrophotometer, special
needs on request

psi33299(q)Barr_InfraredProd  3/18/09  1:40 PM  Page 2



<<
  /ASCII85EncodePages false
  /AllowTransparency false
  /AutoPositionEPSFiles true
  /AutoRotatePages /All
  /Binding /Left
  /CalGrayProfile (Dot Gain 20%)
  /CalRGBProfile (sRGB IEC61966-2.1)
  /CalCMYKProfile (U.S. Web Coated \050SWOP\051 v2)
  /sRGBProfile (sRGB IEC61966-2.1)
  /CannotEmbedFontPolicy /Error
  /CompatibilityLevel 1.5
  /CompressObjects /Tags
  /CompressPages true
  /ConvertImagesToIndexed true
  /PassThroughJPEGImages true
  /CreateJDFFile false
  /CreateJobTicket false
  /DefaultRenderingIntent /Default
  /DetectBlends true
  /DetectCurves 0.0000
  /ColorConversionStrategy /LeaveColorUnchanged
  /DoThumbnails true
  /EmbedAllFonts true
  /EmbedOpenType false
  /ParseICCProfilesInComments true
  /EmbedJobOptions true
  /DSCReportingLevel 0
  /EmitDSCWarnings false
  /EndPage -1
  /ImageMemory 1048576
  /LockDistillerParams false
  /MaxSubsetPct 100
  /Optimize true
  /OPM 1
  /ParseDSCComments true
  /ParseDSCCommentsForDocInfo true
  /PreserveCopyPage true
  /PreserveDICMYKValues true
  /PreserveEPSInfo true
  /PreserveFlatness false
  /PreserveHalftoneInfo false
  /PreserveOPIComments false
  /PreserveOverprintSettings true
  /StartPage 1
  /SubsetFonts true
  /TransferFunctionInfo /Apply
  /UCRandBGInfo /Preserve
  /UsePrologue false
  /ColorSettingsFile (None)
  /AlwaysEmbed [ true
  ]
  /NeverEmbed [ true
  ]
  /AntiAliasColorImages false
  /CropColorImages false
  /ColorImageMinResolution 300
  /ColorImageMinResolutionPolicy /OK
  /DownsampleColorImages true
  /ColorImageDownsampleType /Average
  /ColorImageResolution 300
  /ColorImageDepth -1
  /ColorImageMinDownsampleDepth 1
  /ColorImageDownsampleThreshold 1.50000
  /EncodeColorImages true
  /ColorImageFilter /DCTEncode
  /AutoFilterColorImages false
  /ColorImageAutoFilterStrategy /JPEG
  /ColorACSImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /ColorImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /JPEG2000ColorACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /JPEG2000ColorImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /AntiAliasGrayImages false
  /CropGrayImages false
  /GrayImageMinResolution 300
  /GrayImageMinResolutionPolicy /OK
  /DownsampleGrayImages true
  /GrayImageDownsampleType /Average
  /GrayImageResolution 300
  /GrayImageDepth -1
  /GrayImageMinDownsampleDepth 2
  /GrayImageDownsampleThreshold 1.50000
  /EncodeGrayImages true
  /GrayImageFilter /DCTEncode
  /AutoFilterGrayImages false
  /GrayImageAutoFilterStrategy /JPEG
  /GrayACSImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /GrayImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /JPEG2000GrayACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /JPEG2000GrayImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /AntiAliasMonoImages false
  /CropMonoImages false
  /MonoImageMinResolution 1200
  /MonoImageMinResolutionPolicy /OK
  /DownsampleMonoImages true
  /MonoImageDownsampleType /Average
  /MonoImageResolution 1200
  /MonoImageDepth -1
  /MonoImageDownsampleThreshold 1.50000
  /EncodeMonoImages true
  /MonoImageFilter /CCITTFaxEncode
  /MonoImageDict <<
    /K -1
  >>
  /AllowPSXObjects false
  /CheckCompliance [
    /None
  ]
  /PDFX1aCheck false
  /PDFX3Check false
  /PDFXCompliantPDFOnly false
  /PDFXNoTrimBoxError true
  /PDFXTrimBoxToMediaBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXSetBleedBoxToMediaBox true
  /PDFXBleedBoxToTrimBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXOutputIntentProfile (None)
  /PDFXOutputConditionIdentifier ()
  /PDFXOutputCondition ()
  /PDFXRegistryName ()
  /PDFXTrapped /False

  /Description <<
    /ENU ([Based on 'DS_Export_PDF'] [Based on '[High Quality Print]'] Use these settings to create Adobe PDF documents for quality printing on desktop printers and proofers.  Created PDF documents can be opened with Acrobat and Adobe Reader 5.0 and later.)
  >>
  /Namespace [
    (Adobe)
    (Common)
    (1.0)
  ]
  /OtherNamespaces [
    <<
      /AsReaderSpreads false
      /CropImagesToFrames true
      /ErrorControl /WarnAndContinue
      /FlattenerIgnoreSpreadOverrides false
      /IncludeGuidesGrids false
      /IncludeNonPrinting false
      /IncludeSlug false
      /Namespace [
        (Adobe)
        (InDesign)
        (4.0)
      ]
      /OmitPlacedBitmaps false
      /OmitPlacedEPS false
      /OmitPlacedPDF false
      /SimulateOverprint /Legacy
    >>
    <<
      /AddBleedMarks false
      /AddColorBars false
      /AddCropMarks true
      /AddPageInfo false
      /AddRegMarks false
      /BleedOffset [
        36
        36
        36
        36
      ]
      /ConvertColors /NoConversion
      /DestinationProfileName ()
      /DestinationProfileSelector /NA
      /Downsample16BitImages true
      /FlattenerPreset <<
        /PresetSelector /MediumResolution
      >>
      /FormElements false
      /GenerateStructure false
      /IncludeBookmarks false
      /IncludeHyperlinks false
      /IncludeInteractive false
      /IncludeLayers false
      /IncludeProfiles true
      /MarksOffset 9
      /MarksWeight 0.125000
      /MultimediaHandling /UseObjectSettings
      /Namespace [
        (Adobe)
        (CreativeSuite)
        (2.0)
      ]
      /PDFXOutputIntentProfileSelector /NA
      /PageMarksFile /RomanDefault
      /PreserveEditing true
      /UntaggedCMYKHandling /LeaveUntagged
      /UntaggedRGBHandling /LeaveUntagged
      /UseDocumentBleed false
    >>
    <<
      /AllowImageBreaks true
      /AllowTableBreaks true
      /ExpandPage false
      /HonorBaseURL true
      /HonorRolloverEffect false
      /IgnoreHTMLPageBreaks false
      /IncludeHeaderFooter false
      /MarginOffset [
        0
        0
        0
        0
      ]
      /MetadataAuthor ()
      /MetadataKeywords ()
      /MetadataSubject ()
      /MetadataTitle ()
      /MetricPageSize [
        0
        0
      ]
      /MetricUnit /inch
      /MobileCompatible 0
      /Namespace [
        (Adobe)
        (GoLive)
        (8.0)
      ]
      /OpenZoomToHTMLFontSize false
      /PageOrientation /Portrait
      /RemoveBackground false
      /ShrinkContent true
      /TreatColorsAs /MainMonitorColors
      /UseEmbeddedProfiles false
      /UseHTMLTitleAsMetadata true
    >>
  ]
>> setdistillerparams
<<
  /HWResolution [2400 2400]
  /PageSize [612.000 792.000]
>> setpagedevice



 
 
    
   HistoryItem_V1
   TrimAndShift
        
     Range: all pages
     Trim: fix size 8.500 x 11.000 inches / 215.9 x 279.4 mm
     Shift: none
     Normalise (advanced option): 'original'
      

        
     32
            
       D:20090413120227
       792.0000
       US Letter
       Blank
       612.0000
          

     Tall
     1
     0
     No
     598
     417
    
     None
     Up
     0.0000
     0.0000
            
                
         Both
         AllDoc
              

       CurrentAVDoc
          

     Uniform
     432.0000
     Right
      

        
     QITE_QuiteImposingPlus2
     Quite Imposing Plus 2 2.0c
     Quite Imposing Plus 2
     1
      

        
     0
     2
     1
     2
      

   1
  

 HistoryList_V1
 qi2base



